Table 3 Total Dissolved H,0, H,0(m), and OH" Concentrations in Fe-bearing Glasses Based on Infrared Absorbances

Sample
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run9c3s4
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run9c3s6
run9ch3
run9asi
run9a-2s 1
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run101c1s3
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r101-2¢c2s1
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0.0172
0.0175
0.0174
0.0181
0.0175
0.0175
0.0168
0.0050

0.0062
0.0064
0.0050
0.0060
0.0130
0.0140
0.0130
0.0120
0.0140
0.0140

0.0080
0.0076

0.0078
0.0100
0.0072
0.0080
0.0076
0.0074
0.0080
0.0082
0.0078
0.0080
0.0080
0.0080
0.0090
0.0100
0.0090
0.0097
0.0400
0.0420
0.0281
0.0263
0.0422
0.0424
0.0400
0.0320
0.0300
0.0320
0.0300
0.0300
0.0370
0.0350
0.0350
0.0360
0.0380
0.0390
0.0360
0.0300
0.0300

0.0050

0.0050
0.0040

0.0024
0.0170
0.0150
0.0160
0.0150
0.0160
0.0160
0.0090
0.0098
0.0097

0.0388
0.0350
0.0338

1.640
1.580
1.570
1.520
1.620
1.550
1.371
0.409
0.427
0.404
0.429
0.406
0.425
1.074
1.064
1.066
1.072
1.081
1.066
0.582
0.585
0.579
0.603
0.617
0.629
0.542
0.560
0.551
0.558
0.599
0.568
0.563
0.591
0.620
0.658
0.737
0.722
0.717
0.730
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Thickness Abs.3570° Abs.4500" Abs.5200% Abs.1630% H.Oww'! OH™ H,O(m)** H,O(m)'
3570
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3.00
2.90
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2.51
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2.30
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r101-2c2s3 0.0057  1.028 0.0087 0.0028 0.150 1.98 1.32 0.31 0.42 1.63

r101-2c3s1 0.0101 1.570 0.0112 0.0095 0.258 1.71 0.96 0.60 0.41 1.56
r101-2¢c3s2 0.0101 1.590 0.0139 0.0084 0.272 1.73  1.19 0.53 0.44 1.72
r101-2c4s1 0.0076  1.201 0.0089 0.0063 0.174 1.74 1.01 0.53 0.37 1.54

Notes: =Background corrected absorbance at 3570 + 20 cm™; 1 Background corrected absorbance at 4500 + 10 cm’
1Background corrected absorbance at 5200 + 10 cm™; § Background corrected absorbance at 1630 + 10 cm™;
lIConcentration (weight %) of total dissolved H,O based on 3570 cm™ absorbance and ¢;s,, = 62.32 L/mol cm;
#Concentration (weight %) of dissolved H,O as OH" based on 4500 cm™ absorbance and &,5,, = 0.79 I/mol cm;
sxConcentration (weight %) of dissolved H,O as molecular H,0O based on 5200 cm™ absorbance and &s,,, = 1.07 L/mol cm;

ttConcentration (weight %) of dissolved H,0 as molecular H,O based on 1630 cm™ absorbance and €, 4, = 42.34 L/mol cm;
F$Concentration (weight %) of total dissolved H,O based on summation of OH™ (#) and molecular H,O(x:)




