Appendix Figure 1. X-ray diffractograms of the biogenic magnetite resulting from the
reduction of lepidocrocite by Shewanella putrefaciens, compared with the patterns of

lepidocrocite and abiogenic magnetite produced by neutralizing aqueous Fe’" and
lepidocrocite suspension.



