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FIGURE S1. Zoomed-in raw X-ray diffraction pattern at 89(2) GPa produced by combining the
images collected across +30° rotation in 0.5° steps with 4 s exposure per image. Reflections of hcp-Fe
are identified with their corresponding Miller Indices. C23 Fe,S, neon and rhenium are also labeled.



