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UNIT-CELL DIMENSION VARIATION WITH TEMPERATURE 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure OM1a 
 



15.75

15.80

15.85

15.90

15.95

16.00

16.05

16.10

a (Å)

0 100 200 300 400 500 600 700 800 900 1000

T (°C)

TOURMALINE a UNIT-CELL DIMENSION

vacancy-Al-B-rich elbaite FH AT51/BH17

vacancy-rich elbaite GRR 2361

Na-rich rossmanite GRR 916

elbaite FH AT31

fluor-liddacoatite FH AT20/NT7

Fe-rich fluor-elbaite FH T21

fluor-buergerite NMNH R12583

Na-rich fluoruvite GRR 2396

Na-rich foitite GRR 794

dravite NMNH 103791-1

schorl NMNH 118462

Na-Fe-rich fluor-uvite FH T95/CT72

vacancy-rich dravite NMNH 78719-1

fluor-uvite NMNH B14687

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
     Figure OM1b 
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