
Figure S3 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure S3. High resolution TEM image as seen along the [010] direction: a) overall view; b) magnified 

detail (micro-grain of AZ33 sample). 
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