
APPENDIX B 

Table 1B. Crystallographic direction of the different edge (as deduced from the corresponding SAED 

pattern) with its frequency for different microcrystals. 

Crystallographic direc-

tion of the edge 
frequency 

100 1 

101 1 

10-1 1 

01-1 1 

012 1 

1-1-1 1 

1-1-3 1 

203 1 

213 1 

3-1-3 1 

313 1 

315 1 

-3-11 1 

40-3 1 

512 1 

5-11 1 

531 1 
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