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Table S1

Summary of minerals and their formulas cited in the text.
Mineral Discredited name Formula

alunogen Al (SO4)3(H,0)1,°5H,0
anglesite Pb(S0,)

anhydrite Ca(S0,)

antlerite Cu”"3(S0,)(OH),
apthitalite K3Na(SO,),
atacamite Cu,CI(OH);

azurite Cu3(CO3),(OH),
bannermanite (Na,K)xV,+xV> 64015 (0.5<x<0.9)
blossite Cu2V5+207
botallackite Cu,CI(OH);

cerussite Pb(CO3)

chrysocolla (CuyxAlx)H, 4Si,05(OH)4 nH,O
clinoatacamite Cu,CI(OH);
colimaite K5VS,

cuprite Cu,O

descloizite PbZn(VO,)(OH)
dioptase CuSiO;-H20
euchlorine KNaCu;0(S0,);
fingerite Cu;10,(VO,)s
gypsum Ca(S0,4)-2H,0

halite NaCl

hausmannite Mn2+Mn3+2O4
hollandite Ba(Mn4+6Mn3+2)016
hydrokenoralstonite ralstonite O0,ALF¢(H,O)
leningradite PbCu;(V0,),Cl,
malachite Cuy(CO3)(OH),
mcbirneyite Cu3(VOy),
mottramite PbCu(VO,4)(OH)
opal Si0,-nH,0
paratacamite atelina Cu3(Cu,Zn)Cl,(OH)g
pyromorphite Pbs(PO,);Cl

realgar AsS

romanechite (Ba,HZO)z(Mn4+,Mn3+)5010
salammoniac (NH,)Cl

sassolite B(OH);

shcherbinaite V,0s

starovaite KCus0(VOy);
stoiberite Cus0,(VOy),

stolzite Pb(WOy,)

sylvite KCl1

tenorite CuO

thenardite Nay(SOy)

vanadinite Pbs(VO,);Cl
vesignieite Cu;Ba(VO,),(OH),
volborthite Cu3V,0,(0OH),-2H,0
wulfenite PbMoO,
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Table S2
Selected compositions of volborthite from the studied samples (EDS). Sample in bold Italics were analyzed by WDS.

Groupl  Groupl Groupl Groupl Groupl Groupl Groupl Groupl Groupl Groupl Groupl  Group I Group I  GroupII GroupII  GroupII GroupII GroupII GroupII GroupII GroupII GroupII GroupII Group II

p2 P2'  902R  902R 902R  902R" 902R* 911R-b 911R-b 911R-b 91IR-b 911R-b P9 P9’ P9" 1000R-1 1002R 1002R  1002R 1002R 1002R 1002R 1002R  1002R

SiO, 0.26 0.17 1.45 1.74 1.49 1.92 1.45 0.00 0.00 0.00 0.00 0.54 0.47 0.32 0.55 0.87 0.99 1.40 0.99 1.44 1.68 1.80 1.50 1.03
ALO; 0.12 0.14 1.00 1.52 1.00 1.35 1.00 1.09 0.54 1.10 0.94 0.79 0.34 0.79 0.10 0.66 0.59 0.63 0.00 0.66 0.90 0.84 0.69 0.38
FeO 0.00 0.50 0.17 0.08 0.07 0.09 0.17 0,00 0,00 0,00 0,00 0,00 0.00 0.23 0.22 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
MnO 0.00 0.00 0.91 5.29 0.67 0.90 0.91 0.98 2.37 2.88 2.73 1.60 0.38 1.25 3.72 1.54 4.20 4.61 5.26 431 5.06 4.84 2.64 5.22
MgO 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.06 0.03 0.29 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00
CaO 0.34 0.15 0.47 0.73 0.53 0.68 0.47 0.00 0.00 0.00 0.00 0.00 0.32 0,00 0.08 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0.34
K,0 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.09 1,00 1.10 1.19 1.04 0.60 0.23 0.44 0.52 0.96 0,00 0,00 0,00 0,00 0,00 0,00 0,00
BaO 0.00 0.00 0.00 0.00 0.00 3.23 3.01 0.00 0.00 0.00 0.00 0.00 0.00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00
CuO 49.83 48.75  43.13 41.91 40.71 42.85  43.13 4732  45.07 4327 43.57 4749 482  50.25 49,00 41.19  42.66 39.8  40.25 42.56  41.01 39.27 4285 37.94
ZnO 0.00 0.00 1.19 1.13 1.10 1.30 1.19 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.87
PbO 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.42 0.47 0.24 5.90 0,00 2.77 5.82 3.26 2.86 2.53 2.60 7.44
As,0s5 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.36 0.19 0.18 0.00 0.00 2.50 0.00 0.00 2.84 2.51 0,00 0,00
V,05 37.18 39.48 3799 3285 3652 31.74 3799 3595 3697 3582 37.02 37.17 377 31.05  29.64 3442 3579 3438 3542 3495 3472 3505 3348 3326
P,05 0.58 0.51 0.10 0.10 0.14 0.12 0.10 0.00 0.00 0.00 0.00 0.00 0.21 0.00 0.26 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO; 0.00 0.00 0.21 0.74 0.31 0.52 0.21 0.00 0.00 0.00 0.00 0.00 0.16 0.58 0.25 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
OH* 3.54 3.65 3.63 3.53 3.49 321 3.47 3.48 3.48 3.42 3.48 3.59 3.62 3.81 3.75 3.32 3.48 3.48 3.42 3.47 3.60 3.55 3.34 3.33
H20** 8.15 6.66 9.75 10.38 13.97 12.09 6.90 10.09 10.57 12.41 11.07 7.78 7.15 10.8 11.28 11.58 11.33 10.43 8.84 9.35 7.33 9.61 12.9 9.19
sum 100.00  100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00  100.00 100.00  100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00 100.00

5 cations (Cu + V) pfu

Si 0.02 0.01 0.13 0.16 0.14 0.18 0.13 0.00 0.00 0.00 0.00 0.04 0.04 0.03 0.05 0.08 0.09 0.13 0.09 0.13 0.16 0.17 0.14 0.10
Al 0.01 0.01 0.10 0.17 0.11 0.15 0.10 0.11 0.05 0.12 0.10 0.08 0.03 0.08 0.01 0.07 0.06 0.07 0.00 0.07 0.10 0.09 0.07 0.04
Fe 0.00 0.03 0.01 0.01 0.01 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Mn 0.00 0.00 0.07 0.42 0.05 0.07 0.07 0.07 0.17 0.22 0.20 0.11 0.03 0.09 0.28 0.12 0.32 0.37 0.41 0.33 0.40 0.39 0.21 0.44
Mg 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0,00 0.04 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Ca 0.03 0.01 0.04 0.07 0.05 0.07 0.04 0.00 0.00 0.00 0.00 0.00 0.03 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.04
K 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.12 0.11 0.12 0.13 0.11 0.06 0.03 0.05 0.06 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Ba 0.00 0.00 0.00 0.00 0.00 0.12 0.10 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cu 3.03 293 2.82 2.97 2.80 3.03 2.82 3.00 291 2.90 2.87 2.97 2.97 3.25 3.27 2.89 2.88 2.85 2.83 291 2.87 2.81 2.97 2.83
Zn 0,00 0,00 0.08 0.08 0.07 0.09 0.08 0,00 0,00 0,00 0,00 0,00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.14
Pb 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0.01 0.01 0.01 0.15 0.00 0.07 0.15 0.08 0.07 0.06 0.06 0.20
As 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0.02 0.01 0.08 0.00 0.00 0.12 0.00 0.00 0.14 0.12 0.00 0.00
\Y% 1.97 2.07 2.18 2.03 2.20 1.97 2.18 2.00 2.09 2.10 2.13 2.03 2.03 1.75 1.73 2.11 2.12 2.15 2.17 2.09 2.13 2.19 2.03 2.17
P 0.04 0.03 0.01 0.01 0.01 0.01 0.04 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO, 0.00 0.00 0.01 0.05 0.02 0.04 0.12 0.00 0.00 0.00 0.00 0.00 0.01 0.04 0.15 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
OH 1.90 1.93 2.10 2.21 2.12 2.00 2.01 1.95 1.99 2.02 2.03 1.98 1.97 2.17 2.21 2.06 2.07 2.20 2.12 2.10 2.23 2.24 2.05 2.20
H,0 2.00 1.96 2.01 2.12 2.23 2.11 1.95 2.05 2.09 2.10 2.09 2.09 2.00 2.18 2.19 2.06 2.10 2.10 2.10 2.09 1.98 2.10 2.08 2.00

First analysis is Vbo-1 and second analysis is Vbo-2 in Fig.3a.
T First analysis is Vbo-1 in Fig. 4c and second analysis is Vbo-2 in Fig.4d.
* Calculated from stoichiometry. ** Calculated by difference. pfu. per formula unit. + Cl amounts of 0.51 and 0.36 wt.%. respectivley.
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Table S3
Selected compositions of mottramite from the studied samples (EDS). Sample in bold Italics were analyzed by WDS.
Groupl  Groupl  Groupl Groupl Group! Groupl Groupl Groupl Groupl Groupl Groupl  Group I Group II'  Group ' Group I Group I’ Group I Group I Group I’ Group I Group II  Group I
911R-g 911IR-g 911R-g 91IR-g 911R-g 911R-g 911R-g 911R-g 911R-g 911R-b 911R-b 911R-b P18 P18 P18 P18 P18 911R-T 998R  1002R  1002R  1002R
SiO, 0.54 2.22 4.83 5.42 5.58 5.66 2.22 2.22 1.70 0.00 0.00 0.00 0.00 0.87 0,00 1.12 0,00 4.30 4.08 0.00 1.66 1.65
AlO; 0.00 1.10 3.71 4.19 3.89 4.42 1.10 1.10 0.76 0.65 0.00 0.88 0.00 0.00 0.00 0.00 0.00 3.83 0.70 0.00 0.68 0.77
FeO 0.78 0.05 0.07 0.08 0.12 0.11 0.05 0.05 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.40 0.00 0.00 0.00 0.00 0.00 0.00
MnO 0.00 0.23 0.00 0.00 0.00 0.00 0.23 0.23 0.20 0.00 0.00 0.00 0.97 1.54 1.64 0.90 0.83 0.00 0.00 1.03 0.00 0.00
MgO 0.22 0.00 0.27 0.26 0.28 0.27 0.07 0.07 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
CaO 0.00 0.05 1.96 2.01 2.12 1.98 0.33 0.33 0.18 0.00 0.00 0.00 0,00 1.56 1.50 0.00 0.00 0.00 0.50 0.76 0.58 0.56
K,0 0.00 0.24 0.00 0.00 0.00 0.00 0.24 0.24 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.47 0.00 0.73 0.00 0.00
CuO 15.66 18.72 16.73 16.60 16.20 15.98 18.72 18.72 16.80 21.03 21.20 17.91 18.00 2226  21.32 18.22 16.09 17.19  20.64 20.06 22.04 22.28
Zn0O 0.00 0.00 0.70 0.74 0.70 0.72 0.00 0.00 0.00 0.00 0.00 0.00 1.62 0.00 0.00 0.00 1.62 0.00 0.00 0.00 0.00 0.00
PbO 60.13 54.70 45.96 43.88 4594  47.88 54.70 54.70 54.56 50.23 51.46 53.15 5437 4425 4876 49.84  55.01 4792  50.09 48.54 51.05 49.52
As,05 0.84 0.63 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.07 1.49 1.47 0.00 0.00 0.97 0.00 0.59 0.07 0.00
V,05 15.30 16.34 20.19 19.63 20.74 20.00 18.09 18.56 17.75 21.08 21.72 18.17 20.76 19.71 21.18 22,12 2042 16.56 19.55  23.07 19.08 18.87
P,0Os 0.00 0.60 0.13 0.12 0.16 0.14 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.70 0.00 0.00 0.00
SO; 0.00 0.00 0.13 0.13 0.15 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.78 0.00 0.73 0.00 0.00
OH* 1.88 2.16 2.61 2.62 2.69 2.69 2.20 2.22 2.06 2.18 2.19 1.98 2.20 2.26 2.25 2.30 2.09 2.40 2.42 2.36 2.24 2.22
sum 95.35 97.07 97.29 95.69 98.57 99.97 97.95 98.44 94.05 95.17 96.57 92.02 9899 9394 98.12 9490 96.06 9442 98.68 97.87 9740  95.87
5 anions pfu. O4(OH)
Si 0.04 0.15 0.28 0.31 0.31 0.32 0.15 0.15 0.12 0.00 0.00 0.00 0.00 0.06 0.00 0.07 0.00 0.27 0.25 0.00 0.10 0.10
Al 0.00 0.09 0.25 0.28 0.26 0.29 0.09 0.09 0.07 0.05 0.00 0.08 0.00 0.00 0.00 0.00 0.00 0.28 0.05 0.00 0.05 0.06
Fe 0.05 0.00 0.00 0.00 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.00 0.00 0.00 0.00 0.00 0.00
Mn 0.00 0.01 0.00 0.00 0.00 0.00 0.01 0.01 0.01 0.00 0.00 0.00 0.06 0.09 0.09 0.05 0.05 0.00 0.00 0.05 0.00 0.00
Mg 0.03 0.00 0.02 0.02 0.02 0.02 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Ca 0.00 0.00 0.12 0.12 0.13 0.12 0.02 0.02 0.01 0.00 0.00 0.00 0.00 0.11 0.10 0.00 0.00 0,00 0.03 0.05 0.04 0.04
K 0.00 0.02 0.00 0.00 0.00 0.00 0.02 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.04 0.00 0.05 0.00 0.00
Cu 0.94 0.98 0.73 0.72 0.68 0.67 0.96 0.95 0.92 1.09 1.10 1.02 0.93 1.11 1.05 0.92 0.87 0.81 0.96 0.87 1.00 1.02
Zn 0.00 0.00 0.03 0.03 0.03 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.08 0.00 0.00 0.00 0.09 0.00 0.00 0.00 0.00 0.00
Pb 1.29 1.02 0.71 0.68 0.69 0.72 1.00 0.99 1.07 0.93 0.95 1.08 1.00 0.79 0.86 0.90 1.06 0.81 0.83 0.75 0.83 0.81
As 0.03 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.04 0.05 0.05 0.00 0.00 0.03 0.00 0.02 0.00 0.00
A% 0.81 0.75 0.77 0.74 0.76 0.74 0.82 0.83 0.85 0.96 0.98 0.91 0.94 0.86 0.91 0.98 0.97 0.68 0.80 0.87 0.76 0.76
P 0.00 0.04 0.01 0.01 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.04 0.00 0.00 0.00
SO, 0.00 0.00 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.01 0.01 0.00 0.00 0.00 0.00 0.00
OH 0.97 1.00 1.02 1.02 1.02 1.02 1.00 1.00 1.00 1.00 1.00 0.99 1.00 1.00 0.98 1.03 1.00 1.00 1.00 0.90 0.90 1.00

* Calculated from stoichiometry. pfu. per formula unit.
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Table S4

Selected compositions of vanadinite (EDS).

Group I Groupl Groupl Group II Group II Group II Group II Group I Group I Group II Group II Group II Group II Group II Group II Group II

P2 911R-g 911R-g P18 P18 P18 P18 P18 91IR-T 91IR-T 912R  990R  990R  998R  998R 998R*

SiO, 0.64 3.12 0.74 0.00 0.00 0.00 0.00 1.24 0.00 0.00 0.19 1.22 0.94 0.66 1.54 0.00
ALO; 0.00 1.86 0.79 0.00 0.00 0.00 0.00 0.27 0.00 0.00 0.47 0.89 0.15 0.00 0.00 0.00
FeO 0.46 0.00 0.17 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.05 0.76 0.21 0.00 0.00 0.00
MnO 0.00 0.00 0.6 0.00 0.00 0.00 0.00 0.03 0.00 0.00 0.22 0.34 0.18 0.00 0.00 0.00
MgO 0.19 0.05 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.18 0.37 0.05 0.00 0.00 0.00
CaO 0.00 0.00 0.57 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.10 2.75 2.37 0.00 0.00 0.57
K,0 1.16 0.35 0.34 2.00 1.39 1.29 2.09 0.00 0.00 0.00 1.01 0.57 0.44 0.00 0.48 0.00
CuO 1.22 1.13 1.31 1.69 1.60 1.79 2.14 3.85 2.50 2.90 3.73 3.36 3.70 5.74 5.70 5.41
ZnO 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.07 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
PbO 7795 7342  76.33 76.37 7644 7625 77.13 7460 7691 7599  76.15  71.05 73.12 7399 7243  75.18
As,05 0.00 1.19 1.14 0.00 1.39 1.18 0.00 0.91 0.00 0.00 0.00 0.09 0.44 0.00 0.00 0.00
V,05 15.74  14.68 1599 17.85 17.72  17.73 16.70  15.84 17.76  16.53 15.13 16.72  16.16 15.62 16.54 9.80
MoO; 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.40 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
WO, 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.19 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
P,05 0.00 0.67 0.02 0.00 0.00 0.00 0.00 0.43 0,00 0,00 0,00 0.25 0,00 1.53 0.90 6.48
SO; 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.66 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cl 3.30 2.22 2.00 2.75 2.32 2.19 2.76 3.11 3.06 3.13 3.33 2.69 3.00 3.06 2.88 3.14
0=Cl 0.75 0.50 0.45 0.62 0.52 0.49 0.62 0.70 0.69 0.71 0.75 0.61 0.68 0.69 0.65 0.71
sum 99.93  98.53  99.57 100.04 10034 9993 100.19 100.89 99.54 97.84 99.81 100.45 100.07 9991 99.83  99.87

16 cations (M+B)

Si 0.29 1.34 0.32 0.00 0.00 0.00 0.00 0.54 0.00 0.00 0.08 0.48 0.39 0.29 0.65 0.00
Al 0.00 0.94 0.40 0.00 0.00 0.00 0.00 0.14 0.00 0.00 0.24 0.42 0.07 0.00 0.00 0.00
Fe 0.18 0.00 0.06 0.00 0.00 0.00 0.00 0,00 0.00 0.00 0.02 0.25 0.07 0.00 0.00 0.00
Mn 0.00 0.00 0.22 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.08 0.12 0.06 0.00 0.00 0.00
Mg 0.13 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.12 0.22 0.03 0.00 0.00 0.00
Ca 0.00 0.00 0.27 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.05 1.16 1.06 0.00 0.00 0.26
K 0.67 0.19 0.19 1.13 0.79 0.74 1.18 0.00 0.00 0.00 0.55 0.29 0.24 0.00 0.26 0.00
Cu 0.42 0.37 0.43 0.56 0.54 0.60 0.72 1.27 0.88 1.04 1.21 1.00 1.17 1.90 1.83 1.77
Zn 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Pb 9.57 8.47 8.98 9.09 9.15 9.16 9.21 8.77 9.65 9.75 8.82 7.54 8.22 8.72 8.29 8.87
As 0.00 0.27 0.26 0.00 0.32 0.27 0.00 0.21 0.00 0.00 0.00 0.02 0.10 0.00 0.00 0.00
\Y% 4.74 4.16 4.62 5.22 52 5.23 4.89 4.57 5.47 5.21 4.30 4.35 4.46 4.52 4.64 2.81
Mo 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.07 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
W 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
P 0.00 0.24 0.01 0.00 0.00 0.00 0.00 0.16 0.00 0.00 0.00 0.08 0.00 0.57 0.33 2.31
SO, 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.22 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cl 2.55 1.61 1.48 2.06 1.75 1.66 2.07 2.30 242 2.53 243 1.80 2.13 2.27 2.07 2.31

* Solid solution with pyromorphite.
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Table S5
Selected compositions of atacamite from the studied samples (EDS). Sample in bold Italics were analyzed by WDS.
GroupI  GroupI  GroupI  GroupI  GroupI  GroupI  Group I Group I Group I Group I Group I Group I’ Group I’ Group I Group I’ Group I’ Group I Group I’ Group I Group I’ Group I’ Group I’ Group I Group I Group I Group I Group Il Group II
911R-g 911R-g 911R-g 911R-g 911R-a 911R-a 911R-a C26 C26 C26 P9 P9 P9 P9 P9 P18 P18 P18’ PI8T  9I1R-t 912R 912R 912R 912R  1002R  1002R  1002R  1002R
SiO, 0.85 0.00 0.65 0.80 0.49 0.49 0.46 0.06 0.00 0.00 0.26 0.00 0.13 1.84 0.18 0.00 0.00 0.00 4.62 0.00 0.59 0.69 0.00 0.38 0.00 0.60 0.00 0.00
ALO; 0.00 0.00 0.00 0.00 0.18 0.07 0.57 0.16 0.67 0.62 0.29 0.00 0.00 0.26 0.00 0.00 0.00 0.00 2.90 0.00 0.00 0.00 0.58 0.28 0.75 0.65 0.59 0.73
FeO 0.60 0.26 1.10 0.37 0.00 0.37 0.29 0.53 0.33 0.27 0.10 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
MnO 332 4.67 5.06 5.17 1.50 1.46 1.69 0.53 0.00 0.00 0.24 1.23 0.51 0.00 0.50 0.00 2.56 4.42 0.00 0.00 0.00 0.12 0.00 0.00 0.00 0.00 0.00 0.00
MgO 1.12 0.00 1.09 1.00 0.00 0.15 1.69 0.22 0.02 0.02 0.43 0.27 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.48 0.00 0.21 0.00 0.00 0.00 0.00 0.00
CaO 0.00 0.00 0.97 0.80 0.00 0.05 0.00 0.00 0.00 0.00 0.00 0.00 0.09 0.15 0.06 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.20 0.00 0.34 0.00 0.00 0.00
K,0 0.00 0.00 0.89 0.16 0.00 0.00 0.00 0.00 0.10 0.06 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.29 0.00 0.00 0.00 0.00 0.29 0.00 0.00 0.00 0.00
CuO 65.46 64.92 60.04 60.12 70.28 68.94 67.93 71.64 69.84 69.92 68.55 68.55 67.95 69.67 66.97 69.08 67.15 66.15 66.97 74.52 69.25 65.67 70.68 67.68 68.59 69.74 68.70 69.39
ZnO 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.64 0.37 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
PbO 1.75 1.63 1.02 2.18 1.32 0.82 1.28 0.00 0.00 0.00 0.00 0.65 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.96 3.26 1.41 3.17 1.41 0.00 0.00 0.00
As,O5 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.12 0.00 0.00 0.00 0.00
V,05 0.00 0.00 0.06 0.36 0.36 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.36 0.79 1.04 0.00 0.00 0.00 0.00 0.00 0.00 0.27 0.00 0.00 0.00 0.00 0.71 0.49
MoO; 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.32 0.15 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
P,05 0.00 0.00 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.55 0.10 0.00 0.11 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO, 0.00 0.00 0.00 0.40 0,00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.07 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cl 15.86 15.37 16.68 17.67 17.69 17.15 17.06 17.49 17.32 17.40 18.04 17.75 16.14 15.77 18.18 15.86 15.94 15.61 12.66 16.06 16.41 16.29 17.36 15.33 16.16 16.56 16.92 17.72
H,O* 12.25 12.35 11.46 11.03 12.03 11.98 11.86 12.24 11.61 11.58 11.08 11.44 11.38 11.73 10.70 11.57 11.77 12.09 11.82 12.76 11.81 11.27 11.83 11.89 11.62 11.56 11.25 11.22
101.21 99.21 99.14 100.05 103.84 101.48 102.84 102.86 101.53 100.23 98.99 100.44 98.16 100.36 97.74 96.51 97.42 98.27 99.26  103.34 100.50 97.57 102.26 99.14 98.87 99.11 98.17 99.55
0=Cl -3.58 -3.47 -3.76 -3.99 -3.99 -3.87 -3.85 -3.95 -3.91 -3.93 -4.07 -4.00 -3.64 -3.56 -4.10 -3.58 -3.60 -3.52 -2.86 -3.62 -3.70 -3.68 -3.92 -3.46 -3.65 -3.74 -3.82 -4.00
sum 97.63 95.74 95.38 96.07 99.85 97.61 98.99 98.91 97.63 96.31 94.92 96.44 94.52 96.80 93.63 92.93 93.82 94.74 96.40 99.71 96.80 93.90 98.34 95.68 95.23 95.38 94.35 95.55
4 anions pfu
Si 0.03 0.00 0.02 0.03 0.02 0.02 0.02 0.00 0.00 0.00 0.01 0.00 0,00 0.07 0.01 0.00 0.00 0.00 0.16 0,00 0.02 0.03 0.00 0.01 0.00 0.02 0.00 0.00
Al 0.00 0.00 0.00 0.00 0.01 0,00 0.02 0.01 0.03 0.03 0.01 0,00 0,00 0.01 0,00 0,00 0,00 0,00 0.12 0.00 0.00 0.00 0.02 0.01 0.03 0.03 0.03 0.03
Fe 0.02 0.01 0.03 0.01 0.00 0.01 0.01 0.02 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Mn 0.10 0.15 0.16 0.16 0.05 0.05 0.05 0.02 0.00 0.00 0.01 0.04 0.02 0.00 0.02 0.00 0.08 0.14 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Mg 0.06 0.00 0.06 0.06 0.00 0.01 0.09 0.01 0.00 0.00 0.02 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.03 0.00 0.01 0.00 0.00 0.00 0.00 0.00
Ca 0.00 0.00 0.04 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.01 0.00 0.00 0.00
K 0.00 0.00 0.04 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.01 0,00 0.00 0.00 0.00
Cu 1.78 1.82 1.68 1.68 1.90 1.90 1.84 1.94 1.94 1.96 1.95 1.92 1.92 1.90 1.94 2,00 1.92 1.86 1.76 2,00 1.94 1.91 1.95 1.93 1.95 1.96 1.96 1.96
Zn 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.04 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Pb 0.02 0.02 0.01 0.02 0.01 0.01 0.01 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.03 0.01 0.03 0.01 0.00 0.00 0.00
As 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0,00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
v 0.00 0.00 0.00 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0,00 0.03 0.02 0.03 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.02 0.01
Mo 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
P 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO, 0.00 0.00 0.00 0.01 0,00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cl 0.97 0.97 1.05 1.11 1.07 1.06 1.03 1.06 1.08 1.09 1.15 1.12 1.02 0.96 1.18 1.03 1.02 0.99 0.99 0.97 1.03 1.06 1.07 0.98 1.03 1.04 1.08 1.12
OH 2.95 3.02 2.83 2.73 2.87 291 2.83 2.93 2.84 2.87 2.79 2.83 2.84 2.82 2.73 2.96 2.97 3.01 2.78 3.03 2.92 2.90 2.88 2.99 2.92 2.87 2.83 2.80

Analyses "and ™" respectively correspond to Ata-1 and Ata-2 of Fig. 4i.
* Calculated from stoichiometry; pfu. per formula unit.
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Selected compositions of miscellaneous minerals (EDS).

chrysocolla dioptase waulfenite - stolzite starovaite-like*

Group II Group II Group II Group Il Group I Group I Group I Group I Group I Group II Group II Group Il Group I Group I Group [Group 1Group I Group I Group I

P18 P18 P18 912R  912R 998R  998R 911R-b 911R-b 91IR-T 911R-T  998R  998R 91IR-b 91IR-b 91IR-b 91IRb I9IIR-b 91IR-b

Si0, 3519 3337 3262 342 36.6 3686 37.24 0.00 0.00 0.00 0.00 0.00 0.00 0.00 088 0.78 0.00 0.00 0.76
ALO; 3.33 3.49 3.29 3.66 3.75 0.36 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 092 000 1.18 096 0.72
FeO 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.11 0.27 0.67 0.09 0.07 0.12 0.00 0.00 0.00 0.00 0.00 0.00
MnO 0.42 0.95 0.00 0.00 0.00 0.00 0.00 0.34 0.07 0.54 0.13 0.08 0.15 0.86 125 077 145 283 586
MgO 0.28 0.76 0.43 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
CaO 0.00 0.00 0.00 0.00 0.00 0.49 0.5 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00 0,00
Na,O 0.19 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
K,0 0.00 0.76 0.00 0.31 0.09 0.27 0.00 0.00 0.00 0.00 0.00 0.00 0.00 6.70 507 7.14 790 813 7.26
CuO 40.69 4133 4290 42.12 3935 50.09 52.18 0.00 0.00 0.00 0.00 2.31 2.59  41.13 4285 4290 4137 37.57 34.60
ZnO 0.00 1.40 0.00 0.00 0.00 0.00 0.00 0.00 0.13 0.00 0.25 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
PbO 1.23 4.01 0.00 0.00 0.00 0.00 0.00 5720 56.64 3675 3477 5329  53.13 0.00 3.63 000 000 0.00 0.00
As,05 0.38 0.31 0.00 0.23 0.46 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 145 127 0,00 0.74 0,00
V,05 0,00 0,00 0.00 0.20 0,00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 37.40 34.02 3573 37.88 3854 3541
MoO; 0,00 0,00 0.00 0,00 0,00 0.00 0.00 4275 4224 8.08 10.56  32.68  29.66 0.00 0.00 0.00 0.00 0.00 0.00
WO, 0,00 0,00 0.00 0,00 0,00 0.00 0.00 0.00 0.00 5400 54.67 11.71 14.62 0.00 0.00 0.00 0.00 0.00 0.00
P,05 0,00 0,00 0.00 0.41 0.40 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO, 0,00 0,00 0.00 0.05 0.31 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
sum 81.70 8638 79.23 81.19 8095 88.07 89.92 10040 99.35 100.04 100.47 100.15 100.27 86.09 90.07 88.59 89.78 88.77 84.61
4 cations 2 cations 4 oxygens
Si 2.01 1.94 1.89 1.95 2.07 0.99 0.97 0.00 0.00 0.00 0.00 0.00 0.00
Al 0.22 0.24 0.23 0.25 0.25 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Fe 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.01 0.04 0.00 0.00 0.01
Mn 0.02 0.05 0.00 0.00 0.00 0.00 0.00 0.02 0.00 0.03 0.01 0.00 0.01
Mg 0.02 0.07 0.04 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Ca 0.00 0.00 0.00 0.00 0.00 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00
Na 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
K 0.00 0.06 0.00 0.02 0.01 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cu 1.76 1.82 1.88 1.81 1.68 1.01 1.03 0.00 0.00 0.00 0.00 0.00 0.00
Zn 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.01 0.00 0.00
Pb 0.02 0.06 0.00 0.00 0.00 0.00 0.00 0.89 0.87 0.63 0.57 0.87 0.88
As 0.01 0.01 0.00 0.01 0.01 0.00 0.00 0,00 0,00 0,00 0,00 0,00 0,00
v 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Mo 0.00 0.00 0.00 0.00 0.00 0.00 0.00 1.03 1.00 0.21 0.27 0.82 0.76
w 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0,00 0,00 0.89 0.87 0.18 0.23
P 0.00 0.00 0.00 0.02 0.02 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00
SO, 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00

* Up to 2.19 wt% CL
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Table S7

Selected compositions of azurite and malachite from the studied samples (EDS).

Group I Group I Group I Group I’ Group II Group ' Group I Group I Group ' Group I Group II  Group I Group II
azurite malachite

c26 c26 911R-T 911R-T 911R-T 912R 912R 912R 912R 998R 998R  998R  998R

SiO, 1.36 0.58 0.00 0.00 0.00 0.00 0.08 0.04 0.00 0.00 0.00 0.00 0.00
ALO, 0.00 0.80 0.00 0.00 0.00 0.00 0.00 0.51 0.00 0.00 0.00 0.00 0.00
FeO 0.00 0.13 0.00 0.22 0.16 0.00 0.25 0.00 0.00 0.00 0.00 0.00 0.00
MnO 0.22 0.27 0.00 0.87 0.35 0.18 0.00 0.15 0.12 0.00 0.00 0.00 0.00
MgO 0.30 0.00 0.00 0.00 0.00 0.00 0.20 0.02 0.00 0.00 0.00 0.00 0.00
CaO 0.00 0.17 0.00 0.00 0.00 0.18 0.20 0.16 0.10 0.00 0.00 0.00 0.00
K,O 0.00 0.00 0.00 0.00 0.00 0.23 0.02 0.00 0.00 0.00 0.00 0.00 0.00
CuO 66.02 6538 68.23 67.38 67.12 70.30  70.03  70.28 69.75 7092  70.21 70.36 71.02
ZnO 0.00 1.23 0.00 0.00 0.00 0.00 0.28 0.09 0.00 0.00 0.00 0.00 0.00
PbO 0.32 0.00 0.00 0.00 0.25 1.06 0.65 0.50 0.73 0.99 1.13 0.89 0.62
As,05 0.00 0.00 0.00 0.00 0.00 0.06 0.00 0.00 0.06 0.00 0.00 0.00 0.00
V,0;5 0.00 0.00 0.00 0.00 0.00 0.06 0.00 0.00 0.43 0.54 0.98 0.73 0.54
P,0s 0.00 0.00 0.00 0.00 0.00 0.04 0.27 0.22 0.58 0.00 0.00 0.00 0.00
CO,* 2393  24.69 2433 2416 24.08 2032 20.58 2045 19.91 20.21 20.04  20.03 20.16
H,O* 5.02 4.99 5.15 5.21 5.14 8.03 7.99 8.00 7.95 8.07 8.00 8.01 8.07
sum 97.17 98.24 97.71 97.84 98.81 100.46 100.54 100.41 99.62 100.73 100.35 100.02 100.41

8 anions pfu 5 anions pfu

Si 0.00 0.05 0.00 0.00 0.00 0.00 0.01 0.02 0.03 0.00 0.00 0.00 0.00
Al 0.09 0.04 0.00 0.00 0.00 0.00 0.03 0.04 0.00 0.00 0.00 0.00 0.00
Fe 0.00 0.01 0.00 0.01 0.01 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00
Mn 0.01 0.01 0.00 0.04 0.02 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Mg 0.03 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00
Ca 0.00 0.01 0.00 0.00 0.00 0.01 0.01 0.01 0.00 0.00 0.00 0.00 0.00
K 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00 0.00
Cu 2.95 3.00 3.05 3.01 3.02 1.95 1.92 1.93 1.94 1.96 1.94 1.95 1.96
Zn 0.00 0.05 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00
Pb 0.01 0.00 0.00 0.00 0.00 0.01 0.02 0.01 0.01 0.03 0.05 0.05 0.00
As 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.00 0.00 0.00 0.00 0.00 0.00
A% 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.01 0.02 0.02 0.01
P 0.00 0.00 0.00 0.00 0.00 0.00 0.01 0.01 0.02 0,00 0,00 0,00 0,00
C 1.93 1.96 1.97 1.95 1.96 1.02 1.02 1.01 1.00 1.01 1.00 1.01 1.01
OH 1.98 1.94 2.03 2.06 2.05 1.96 1.94 1.94 1.95 1.97 1.96 1.96 1.97

* Calculated from stoichiometry; pfu. per formula unit.





